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Weldability
Minimum peeling intensity  ≥1.0N/mm
Results may vary depending on the welding ribbon, welding methods and conditions.
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 Front Side Electrical Performance

STC:1000W/m2,AM1.5,25℃

IV Curve

Technical Characteristics
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Light  Intensity  and  Reliability

The UOC(ISC) tested by 1000W/m2 is the standard, 
and the ISC (ISC) decreases with the strong decrease 
in light.

Intensity(W/m2) Uoc Isc

TkVoltage:-0.36%/K TkCurrent:+0.07%/K

Dimension Thickness Front

12*0.08±0.04mm main bus bar 
(silver),168±15 auxiliary bus bar, 
blue (dark Blue) anti-reflective 
film (silicon nitride)

TkPower:-0.38%/K

Back(+)

Back electrode width (silver) 
2.2±0.4mm, back covered 
with aluminum bus bar

Rsh≥35Ω,Irev2≤0.8A

180±18um
210mm*210mm
±0.25mm
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